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ASTM International Technical 
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Scope
The promotion of knowledge, stimulation of research, and the formulation of 
test methods, specifications, classifications and definitions relating to asbestos 
and non-asbestos fiber-cement roofing, siding, flat sheets, corrugated sheets, 
pipe and similar products deriving their essential properties from fiber and 
cement. 

Technical Subcommittees

 

Key Documents

 ͽ C1186 Standard Specification for Flat Fiber-Cement Sheets
 ͽ C1288 Standard Specification for Fiber-Cement Interior Substrate Sheets
 ͽ C1325 Standard Specification for Non-Asbestos Fiber-Mat Reinforced 
Cementitious Backer Units

Learn more about Committee C17 
www.astm.org/COMMIT/C17

Quick Facts
Established 1946 
Number of Members 50+  
Number of Standards 63  
The standards are available in  
Volume 04.05 in the Annual 
Book of ASTM Standards  
Meetings C17 meets twice each 
year, in June and December

Staff Manager
David Lee 
ASTM International 
Headquarters 
100 Barr Harbor Drive 
West Conshohocken, PA 19428 
USA

tel +1 610.832.9681 
dlee@astm.org

Join ASTM 
www.astm.org/join

ͽ C17.01 Non-Asbestos Fiber-Mat Reinforced Products
ͽ C17.02 Non-Asbestos Fiber Cement Products
ͽ C17.03 Terminology and Harmonization
ͽ C17.90 Executive 

ͽ C1185 Standard Test Methods for Sampling and Testing Non-Asbestos Fiber-
Cement Flat Sheet, Roofing and Siding Shingles, and Clapboards


