
CB LPRS Materials History

As of: 6/14/2021

Period Material ID Grade Producer

1995‐09 N234 N234 Continental

1996‐03 N650 N650

1996‐10 IRB6 N330 Orion

1997‐03 SRB‐4D N762

1997‐09 SRB‐5A N135

1998‐03 N550 N550

1998‐09 SRB‐5C N220

1999‐03 SRB‐5E N660

1999‐09 SRB‐5D N762

2000‐03 N120 N120

2000‐09 N351 N351

2001‐09 SRB‐F5A N683

2002‐03 N339 N339

2002‐09 N774 N774

2003‐03 SRB‐6C N326

2003‐09 HS Tread N100 type Birla

2004‐03 LS Carcass N700 type Cabot

2004‐09 SRB‐6A N134

2005‐03 N772 N772

2006‐03 N299 N299 Orion

2006‐09 SRB‐7D LS Carcass Cabot

2007‐09 N234 N234 Tokai

2008‐03 SRB‐8A N326 Continental

2008‐09 SRB‐8E N660 Orion

2009‐03 SRB‐8D LS Carcass Cabot

2009‐06 SRB‐8B N134 Cabot

2010‐03 SRB‐8F N683 Orion

2010‐09 SRB‐8C HS Tread Birla

2011‐03 ITRB2 (IRB8) N330 Continental

2011‐09 SRB‐8A N326 Continental

2012‐03 N234 (Birla) N234 Birla

2012‐09 N650 (Orion) N650 Orion

2013‐03 SRB‐8A2 N326 Continental

2013‐09 N550 (Cabot) N550 Cabot

2014‐03/04 SRB‐8B2 N134 Cabot

2014‐08 N762 (Tokai) N762 Tokai

2015‐03 SRB‐8F2 N683 Orion

2015‐08 N120 (Continental) N120 Continental

2016‐03 IRB9 N330 Orion

2016‐08 SRB‐8E2 N660 Tokai

2017‐03 SRB‐8D LS Carcass Cabot

2017‐08 SRB‐8G N990 Cancarb

2018‐03 SRB‐9D LS Carcass Cabot

2018‐09 SRB‐9A2 N326 Tokai

2019‐03 SRB‐9B2 N330 Orion

2019‐08 SRB‐9C N134 Cabot

2020‐03/04 SRB‐9H HS Tread Birla

2020‐08 N774 (Birla) N774 Birla

2021‐03 SRB‐9H2 HS Tread Birla
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